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Abstract  

This report examines how the amount of ink deposited on 
fabric can influence performance factors. It compares the 
performance of various depositions of pigmented ink on 
fabric substrates, including cotton, cotton-polyester blend, 
and 100% polyester. It tests crocking, wash and UV 
exposure resistance according to industry accepted standard 
tests of the inkjet printed fabric samples.   
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